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Report No. .....................................................  : WTF25F09250070T 

Applicant .......................................................  : Sunlu（Guangdong）Technology Co., Ltd. 

Address .........................................................  : Sunlu Technology Park, Intersection of Huanzhou North 

Road and Tanzhou Avenue, Tanzhou Town, Zhongshan 

City, Guangdong Province, China. 

Sample Name ...............................................  : PP 

Test Requested ............................................  : In accordance with Food and Drug Administration 

Regulations to test the following items 
— Test for US FDA 21 CFR Part 177.1520 

Test Conclusion ...........................................  : Pass (Please refer to next pages for details) 

Date of Receipt sample ...............................  : 2025-09-16 

Testing period ..............................................  : 2025-09-16 to 2025-09-22 

Date of Issue .................................................  : 2025-09-23 

Test Result ....................................................  : Refer to next page (s)  

 
 
 

Prepared By: 

  

Waltek Testing Group (Foshan) Co., Ltd. 

  
Address: No.13-19, 2/F., 2nd Building, Sunlink International Machinery City,  

Chencun Town, Shunde District, Foshan, Guangdong, China 

Tel:+86-757-23811398   Fax:+86-757-23811381   E-mail:info@waltek.com.cn 

 

  

Signed for and on behalf of  

Waltek Testing Group (Foshan) Co., Ltd. 

 

 

 

 

 

 

 

 

 

 

 

 

Jessise.Liu 
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Test Results:   

 

Test for US FDA 21 CFR Part 177.1520 

Test Items Unit 
Result(s) 

LOQ Limit(s) 
No.1 

Density  g/cc 0.90 -- 0.85-1.00 

n-Hexane extractives at 50°C 

for 2 hours 
% 1.47 0.01 5.5 

Xylene extractives at 25°C % 3.41 0.01 30 

Note:  

1. “g/cc” = gram per cubic centimeter 

2. “°C” = degree Celsius 

3. “%” = percentage by weight 

4. LOQ = Limit of quantitation 

5. “--” = not regulated 

6. Specification and test method were quoted from US FDA 21 CFR Part 177.1520. 
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Sample Description: 

No.1: Translucent plastic (PP) 

 

 

Test Sample Photo: 

 

 

 

 

Remarks:  

1. The results shown in this test report refer only to the sample(s) tested; 
2. This test report cannot be reproduced, except in full, without prior written permission of the company; 
3. The report would be invalid without specific stamp of test institute and the signatures of compiler and 
approver; 
4. The Applicant name and Address, the sample(s) and sample information was/were provided by the 
applicant who should be responsible for the authenticity which Waltek hasn’t verified; 
5. If the report is not stamped with the accreditation recognized seal, it will only be used for scientific research, 

education, and internal quality control activities, and is not used for the purpose of issuing supporting data 
to the society. 

 

 

 

====== End of Report ====== 
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